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QEEL/C 74-2

REPORT BRIEF
GULTON INDUSTRIES, INCORPORATED

20.0 AMPERE-HOUR NICKEL-CADMIUM SPACECRAFT CELLS
WITH AUXILIARY ELECTRODES

Ref: (a) NASA P.O. S-23404-G
(b) Initial Evaluation Test Procedure for Nickel-Cadmium Sealed

Space Cells: NAD 3053-TP324, 10 Apr 73

I. TEST ASSIGNMENT BRIEF

A. The purpose of this evaluation test program is to insure thatall cells put into the life cycle program are of high quality by thescreening of cells found to have electrolyte leakage, internal shorts,low capacity, or inability of any cell to recover its open circuitvoltage above 1.150 volts during the internal short test.

B. The 23 cells were manufactured for the National Aeronautics andSpace Administration, Goddard Space Flight Center, under contractnumber NAS 5-17365, by Gulton Industries, Incorporated, Metuchen,New Jersey. All the cells had sintered, nickel plaque auxiliaryelectrodes, located along the full length of the narrow face of the cell,and were rated at 20.0 ampere-hours (manufacturer model number VO20HSAD).The cells contain double ceramic seals, and were fitted with pressuregauge assemblies prior to testing. The cells were designated into threegroups in which the amount of electrolyte was varied for each group asfol I ows:

Designation and Amount of ElectrolyteGroup Number of Cells (cubic centimeters)

1 8 Control (69)2 7 20% Increase (82)3 8 40% Increase (106)

The testing was funded in accordance with reference (a).
C. Test limits specify those values in which a cell is to beterminated from a particular charge or discharge. Requirements arereferred to as normally expected values based on past performance ofaerospace nickel-cadmium cells with demonstrated life characteristics.A requirement does not constitute a limit for discontinuance from test.

*
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QEEL/C 74-2

II. SUMMARY OF RESULTS,

A. The capacity of the cells ranged from 23.5 to 26.7 ampere-
hours during the three capacity tests.

B. During the capacity tests only one cell from Gr up 3
(106 cc electrolyte) was terminated from charge due to high voltage,
whereas the other cells of this group were terminated because of
high pressure (100 psia). Group 2 (82 cc electrolyte) had one cell
terminated from charge during capacity test #2 and three during
capacity test #3 due to high pressure.

C. The voltage requirement of 1.480 volts was exceeded by one
cell of Group 1 during the second and third capacity tests while
Group 2 had three cells exceed this voltage during the last capacity
test and Group 3 had one cell over 1.480 volts during capacity test
#2 and five cells during capacity test #3. Also, the end-of-charge
voltage of these cells was over this value.

D. During the auxiliary electrode characteristic tests, maximum
signal power was obtained with a 20-ohm resistance; but a 47-ohm
resistance, approximately 92 percent of maximum power, was used as
requested by the Goddard Space Flight Center representative for the
remainder of the test.

E. The 24-hour average cell voltage following a 16-hour short
period, for groups 1, 2 and 3, was 1.196, 1.186 and 1.164 volts
respectively.

F. Average capacity out during the 200C charge efficiency test
was 7.5, 6.8 and 6.7 ampere-hours respectively for groups 1, 2 and
3.

G. All cells exceeded the requirement of 1.520 volts during the
00 C overcharge test and two cells from Group I and one cell each
from Groups 2 and 3 were terminated from charge due to high cell
voltage (1.560 volts for 2 hours). Three cells from Group 2 and
seven cells from Group 3 were terminated due to high pressure
(100 psia). Average capacity out for groups 1, 2 and 3 were 24.3,
24.8 and 23.7 ampere-hours respectively.

H. All cells of Group 3 and two cells of Group 2 were
terminated from charge during the 35C overcharge test because of
high pressure (100 psia). Average capacity out for groups 1, 2 and
3 were 20.1, 23.6 and 25.2 ampere-hours respectively.

ii
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I. Following the 350 C overcharge test, it was requested by theGoddard Space Flight Center representative that the cells receive acharge (1.0 ampere) at 250 C for 20 hours, followed by a discharge(10.0 amperes) to obtain a measurement of the cells' efficiency atthis temperature. Average ampere-hour capacity out was 14.1, 14.7and 15.4 ampere-hours respectively for groups 1, 2 and 3.

J. The cells exhibited no pressure decay during the open-circuit stand portion of the pressure versus capacity test. Cellsof Groups 1 and 2 reached their voltage limit (1.550 volts) beforeobtaining a pressure of 20 psia. Five cells of Group 3 also reachedthe voltage limit before the pressure limit and two cells reachedvoltage and pressure limits at the same time. One cell from thisgroup had a pressure gauge assembly leak and was charged to 1.550volts. Average capacity in and out, for groups 1, 2 and 3, was 28.0,29.9, 30.4, and 23.0, 24.4, 24.5 ampere-hours respectively.

K. Two cells were found to have leaks following test--cell,
S/N 529, at the base of its fill tube and cell, S/N 554, in its
gauge assembly.

III. RECOMMENDATIONS

A. It was recommended that each group of cells (excluding theleakers) be placed on a life cycle test program to evaluate the effectsof increased quantities of electrolyte with life performance.

B. On 24 October 1973, five cells from each group began life testing(Packs 10, 1E and F) on a 90-minute orbit (1-hour charge) at 200C withvoltage limit control.

iii
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RESULTS OF INITIAL EVALUATION TESTS
GULTON INDUSTRIES, INCORPORATED

20.0 AMPERE-HOUR NICKEL-CADMIUM SPACECRAFT CELLS
WITH AUXILIARY ELECTRODES

I. TEST CONDITIONS AND PROCEDURE

A. All evaluation tests were performed at room ambient (RA)
pressure and temperature (25*C + 2*C) with discharges at the 2-hour
rate, and in accordance with reference (b), unless otherwise specified,
and consisted of the following:

1. Phenolphthalein leak tests (2).

2. Three capacity tests, third at 200C; with internal
resistance measurements during second charge/discharge.

3. Auxiliary electrode characterization test.

4. Internal short test.

5. Charge efficiency test, 20°C.

6. Overcharge tests, 0OC and 350C.

7. Pressure versus capacity test.

8. Phenolphthalein leak test.

See Appendix I for summary of test procedure.

II. CELL IDENTIFICATION AND DESCRIPTION

A. The cells were identified by the manufacturer's serial numbers
and placed in pack configurations according to the amount of electrolyte
in each cell. The designation of the cells into groups and temporary
pack number they were tested under is as follows:

Designation and Amount of
Group Pack No. No. of Cells Electrolyte (cc's)

1 500X 8 Control (69)
2 501X 7 20% Increase (82)
3 502X 8 40% Increase (106)
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B. The 20.0 ampere-hour cell is rectangular with average
physical dimensions as follows:

Height (in.) Length (in.) Width (in.)

6.889 0.912 2.999

The weights of the cells varied according to the amount of
electrolyte and these are listed in Table I.

C. The cell containers and covers are made of stainless steel.The positive and negative terminals are insulated from the cell
cover by ceramic seals and protrude through the cover as solder-
type terminals.

D. The auxiliary electrode is a sintered, nickel plaque
located along the full length of the narrow face of the cell.

III. RESULTS--THE FOLLOWING WAS CONDENSED FROM TABLES I THROUGH VII:

A. Leak Tests--Cells, S/N 529 and 554, had a leak at the base
of the fill tube and in the gauge assembly respectively.

B. Average Capacity (ampere-hours, AH):

GROUP*
Type of Charge 1 _ _ 3

C/20, 48 hours RA 25.4 25.7 24.9
C/10, 24 hours RA** 24.6 25.2 25.2
C/10, 24 hours 200C** 23.9 24.8 25.4

*AH Out.
**All groups had cells exceed the voltage requirement of

1.480 volts and Groups 2 and 3 had cells terminated from.charge due
to high pressure (100 psia). This data is shown in Table II.

C. Average Internal Resistance Measurement (milliohms):

GROUPMeasurement Taken 1 2 3

30 min. before end-of charge 4.6 4.1 3.91 hr. after start-of-discharge 4.2 3.6 4.02 hrs. after start-of-discharge 3.9 3.8 3.8

2
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D. Maximum power was obtained with a 20-ohm resistor during the
resistance characteristic test, although a 47-ohm resistor was usedthroughout the tests as instructed by the Goddard Space Flight Center
Technical Officer.

E. The 24-hour average cell voltage following a 16-hour shortperiod, during the internal short test, was 1.196, 1.186 and 1.164
volts respectively for the three groups.

F. Average capacity out during the 200C charge efficiency test
was as follows:

GROUP
1 _r3

AH Out 7.5 6.8 6.7

G. Average capacity out during the 0OC overcharge test was as
follows:

GROUP*
1 _ 3**

AH Out 24.3 24.8 23.7

*All cells exceeded the requirement of 1.520 volts during
charge and two cells from Group I and one cell each from Groups 2and 3 were terminated from charge because of high cell voltage
(1.560 volts for 2 hours).

**Three cells from Group 2 and seven cells from Group 3were terminated from charge because of high pressure (100 psia).

H. Average capacity out during the 350C overcharge test was as
follows:

GROUP
1 ____T__ 3**

AH Out 20.1 23.6 25.2

*Two cells reached pressure limit.
**All cells reached pressure limit.

3
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I. The Goddard Space Flight Center representative requested that acharge efficiency test be run at 250 C with a charge rate of 1 .0ampere for 20 hours. The average capacity out following this charge
was 14.1, 14.7 and 15.4 ampere-hours respectively for the three
groups.

J. Average capacity in and out during the pressure versus capacity
test is as follows:

GROUP*
1** __T" 3***

AH In 28.0 29.9 30.4
AH Out 23.0 24.4 24.5

*No cells showed a pressure decay during the 1-hour open-
circuit stand following charge.

**All cells reached the voltage limit (1.550 volts) before
obtaining a pressure of 20 psia.

***Five cells reached their voltage limit first and two cells
reached both limits at the same time. One cell had a gauge assembly
leak and was charged to 1.550 volts.

4
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APPENDIX I
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APPENDIX I

I. TEST PROCEDURE

A. Phenolphthalein Leak Tests:

1. This test is a determination of the condition of thewelds and ceramic seals on receipt of the cells and following the
last discharge of the cells (Cycle #7).

2. The cells were initially checked with a one-half of
one percent phenolphthalein solution applied with a cotton swab andthen placed in a vacuum chamber and exposed to a vacuum of 40 micronsof mercury or less for 24 hours. Upon removal they were recheckedfor leaks and then received a final check following test completion.
The requirement is no red or pink discoloration which indicates a
leak.

B. Capacity Tests:

1. The capacity test is a determination of the cells'capacity at the C/2 discharge rate to 0.75 volt per cell, where C isthe manufacturer's rated capacity. This type discharge follows allcharges of this evaluation test.

2. The charges for the capacity tests are as follows:

a. C/20, 48 hours, room ambient (R.A.), Cycle 0, with atest limit of 1.52 volts or pressure of 100 psia.

b. C/10, 24 hours, R.A., Cycle 1, with a test limit of1.52 volts or 100 psia pressure and a requirement of maximum voltage
(1.48) or pressure (65 psia).

c. C/10, 24 hours, 20*C, Cycle 2, with the same limits
and requirements as the charge of Cycle 1.

C. Special Resistance Characterization Tests for Auxiliary
Electrode Cells:

1. The purpose of this test is to determine the resistance tobe placed across the cell's auxiliary electrode and negative terminalwhich will provide maximum signal when the cell is fully charged.

2. The cells are charged at C/10 for 24 hours at the roomambient temperature following their initial charge/discharge cycle.Following this the cells are continued on charge with the current
reduced, if necessary, to maintain the cell's voltage below 1.520 volts

6
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and to stabilize the pressure between 10-20 psia. Resistance values,
between 10,000 ohms and 0.1 ohm are then placed between the auxiliary
electrode and the negative terminal. The cells are allowed a minimum
of 5 minutes, at each resistance value, to obtain an equilibrium
voltage across this resistance. This voltage value is then recorded
and by calculation using the equation P = EL/R the resistance that
produces maximum power is determined.

D. Internal Resistance:

1. Measurements are taken across the cell terminals 1/2 hour
before the end-of-charge (EOC) on Cycle 1 and 1 and 2 hours after the
start-of-discharge of Cycle 2. These measurements were made with a
Hewlett-Packard milliohmmeter (Model 4328A).

E. Internal Short Test:

1. This test is a means of detecting slight shorting conditions
which may exist because of imperfections in the insulating materials,
or damage to element in handling or assembly.

2. Following completion of the third capacity discharge, the
cells are shunted with a 0.5-ohm, 3-watt resistor for 16 hours. At the
end of 16 hours the resistors are removed and the cells stand on open-
circuit-voltage (OCV) for 24 hours. A minimum voltage of 1.15 is
required at the end of 24 hours.

F. Charge Efficiency Test, 20°C:

1. This test is a measurement of the cells' charge efficiency
when charged at a low current rate.

2. The cells are charged at C/40 for 20 hours with a test
limit of 1.52 volts or 100 psia pressure. They are then discharged
and the requirement is that the minimum capacity out equals 55 percent
of capacity in during the preceding charge.

G. Overcharge Test #1, 0OC:

1. The purpose of this test is to determine the degree to
which the cells will maintain a balanced voltage, and to determine
the cells' capability to be overcharged without overcharging the
negative electrode.

2. The cells are charged at C/20 for 60 hours. The test
limits are cell voltages of 1.56 or greater for a continuous time

7
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period of 2 hours or pressures of 100 psia. The requirement is a
voltage of 1.520 or a pressure of 65 psia. The cells are then dis-
charged and 85 percent capacity out of that obtained in Cycle 3 is
required.

H. Overcharge Test #2, 35*C:

1. This test is a measurement of the cells' capacity at a
higher temperature when compared to its capacity at 200C. This test
also determines the cells' capability of reaching a point of pressure
equilibrium; oxygen recombination at the negative plate at the same
rate it is being generated at the positive plate.

2. The cells are charged at C/10 for 24 hours with a test
limit of 1.52 volts or 100 psia pressure and a requirement of 1.45
volts or 65 psia pressure. The cells are then discharged with a
requirement that capacity out equals 55 percent capacity out as
obtained in Cycle 3.

I. Pressure versus Capacity Test:

1. The purpose of this test is to determine the capacity to
a pressure and the pressure decay during charge and open circuit
stand respectively.

2. Each cell is charged at C/2 to either a pressure of 20
psia or a voltage of 1.550. Recordings are taken on each cell when
it reaches 5, 10, 15 and 20 psia pressure. The cells then stand OCV
for 1 hour with 30-minute recordings and then are discharged, shorted
out and leak tested.

8



TABLE I

PHENOLPHTHALEIN LEAK TESTS

OVERALL Initial Following Hi Vac Following Test Completion

SERIAL WEIGHT D HEIGHT LENGTH WIDTH Terminals Fill Other Terminals Fill Other nals Fill Other

NUMBER (Grams) (Inches) (Inches) (Inches) + - Tube + - Tube + - Tube

5/3 9/I2, . J - -5- .

53qS - /// i.SF7 _ _5 __ _

S- 9 > / ,/.2- , 7_ 9 5 _,___._

5s5so * 9q,7 b 73 /5 .3. _

-s 37/, //,F ,7 / 3 1 /

,520 ° 9_€. -- , o , 1 %B , a3 i

530 " 6790 */S A*29g531 o 78/.7 6,Sa0 7125 5 /IY5 , ,

5a9 9 .- , ,gg7 , 9/- /So_

532, 6A 7 6,919s -5- 3-06

53-3 9 L, ~, I/ , 99__ __d

53, 5 ~I 6,4a - , ___I L,

53 7 9 2. 7 ZD,, t fY

59 95-, / 6, 89- , C1,2 3, o

53 6 5.2 9 9 9/5- -,I , .

ry7 956,,, 6 6o5 3_,a _d

991 ,0-7 .3,as

0 ALL Cc ,L wo/ CC-E As __ -L/-
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TABLE II
Capacity Data

Capacity Test 1 Capacity Test 2 Capacity Test 3 200 C)
END-OF-CHARGE END-OF-DISCHARGE END-OF-CHARGE END-OF-DISCHARGE END-OF-CHAR3E END-OF-DISCHARGE

SERIAL AUX CAPAC- AUX AUX CAPAC- AUX AUX CAPAC- AUX
NUMBER CELL ELECT PRESS ITY ELECT PRESS CELL. ELECT PRESS ITY ELECT PRESS CELL ELECT PRESS ITY ELECT PRESS

(Volts) (Volts) (PSIA) (ah) (Volts) (PSIA) (Volts) (Volts) (PSIA) (ah) (Volts) (PSIA) (Volts) (Volts) (PSIA) (ah) (Volts) (PSIA)

,7s- /,3- .31""~') .32;/ -1i / /~1~ '53 55' /5 a ,/ ,d, // /, . d -, ,3 /

S_ 33 :Si -_.o_ _ _ /."7 , g,2 6/ y .,Pd 9 //9/3 ,/ 7 Al7 3 ./; 1.
S 5 / ,/2 .3fb 37 , -. d' /0 /,952 ,a6 " A./ ,6/ // 9/Ud 6y3 ,7 1: 3, f 75 /7.

s/51 /,/12 ,337 ' 2/ SY -. 33 /,'5 72 .2 7 -,06 Y 7 "73 37 A13 O0OS 7

-552 / _7 7 p -, '- ', 77 2 .//3 7 //'3 . S/ Yt 23. -6-997 a
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£..j5 /,37A/ / S ,, ./~7~// /-/ ,557 2 ~. o5o / /1,332 . .' i ,3 -0,/91 /3
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-rn
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TABLE III
INTERNAL RESISTANCE AND SHORT TEST DATA

INTERNAL RESISTANCE (MILLIOHMS) INTERNAL SHORT TEST

SERIAL AFTER 16 AFTER 24 HOUR

NUMBER ONE HOUR AFTER TWO HOURS AFTER HR SHORT OCV STAND
END-OF-CHARGE START-OF-DISCHARGE START-OF-DISCHARGE

CELL CELL PRESS

54 3 3 .- ,3 3,," . /o ,/e S

5. y 33.. o /./97 z

S- 3.7 3.7 , g .o , //Al /

~ 5 3 0 - 33 * ' 0/ //7 /

533/ 3,6 _ ' ' f'd _

3363 S-6 4as k3.
-3 '.7 ' 3

534" %9 3.7 317 a,35 ~ ___

-8 Y 9 7

______________ ____________________ 1 ________ ___________



TABLE IV
Charge Efficiency and Overcharge Data

Charge Efficiency (200C ) Overcharge.les6.t (OoC):  Overcharge Test (350C)
END-OF-CHARGE END-OF-DISCHARGE END-OF-CHARGE END-OF-DISCHARGE END-OF-CHARGE END-OF-DISCHARGE

SERIAL AUX CAPAC- AUX AUX CAPAC- AUX AUX CAPAC- AUX
NUMBER CELL ELECT PRESS ITY ELECT PRESS CELL . ELECT PRESS ITY ELECT PRESS CELL ELECT PRESS ITY ELECT PRESS

(Volts) (Volts) (PSIA) (ah) (Volts) (PSIA) (Volts) (Volts) (PSIA) (ah) (Volts) (PSIA) (Volts) (Volts) (PSIA) (ah) (Volts) (PSIA)

~ Y3 /.367 ./37 7 7-4 --/3 7 /,q3o .3/ 30 A3. ./V'P /7 /,39( ./ 7 , ,o- 4 /0

,y1 /16 ,,7 ,7( 74 ; .0 Z 5-60 ,320 7 V.7 .. 3 /,353 3 3/ 75 /- Y2 ,,7 /
, 36d4 ./f3 74* -o' 9 /- 34 .397 33 12,4 ,/53 // /39 ,g39q y /,g .~ 3/ /7
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TABLE V
v/r~_Ro. C LC L.s- . PRESSURE VS. CAPACITY TEST DATA , ; '._ _ --

Serial No. V3 ' 5/ 5" s/ 55 53 I5' e- 5o -/ .- 3 _ 3 ~3 7 .3 s

Start-of-Charge , Press. .6 _ 9 A / .- -/ / 3 3

AH.in to 5 PSIA 0 0 , ,7 3,3 7,a -3 A O 333 ,3 723 //7 , ,7 a./ , 3 /.3 25s:0
Cell (volts) 9/, /,/' /,3~3 /,,/3 /,9/ /,5 - ,y/ / I'y, '//7 /,#9, / /25f /q5 / /g ,/wy- /./-f

AH In to 10 PSIA .Y,- 3 N 2 -3

Cell (volts) f /1," - / o- / /'.2/ , _ /
Aux (volts) /5 /h' __ 5 _7 /94_ .d

AH in to 15 PSIA I_
Cell (volts)

Aux (volts)

AH in to 20 PSIA
Cell (volts)

Aux. (volts),

AH In to V/L (1.55V) 7, 7,3 2.?, z 4 '-7,k 2#,3 ejd J6, f _ 31, 3 "o7,7 q, .2q, 7 ,2 17,r *29J

Aux (vol ts ) ,/,/ ' , f37 ./l .-2/7 .1/. 3~3o -.257 .,.23 ./.5. -2a/ -2?cI A3
Press (PSIA) /0/ 0 7 // f 9 /.- I / .? 74 / ' / .2 - 7/

30 Mn OCV, Cell / 39 5 /132 / ,3 J39 /,3ff /,3 f /, 39 / /__d_ ;' / /97 /,[73 i/ /36 /-3 7 /2/
Aux (volts); 2/. 27 ,3d' y3 3 "2e5 '-21's- .36r -3e5 30/ -,, 7 ,.2 o6 3 3 .

Press (PSIA). /;- /3- 9 /' 9 /1- /7 3 7 / / / / -3.

i hour OCV. Cell WI I,3 /, /31, /,3f /3Sd /39 I/,3 39. ' /'3'' /,636 /3/ /, ' 3 /393 /33
Aux (volts) .2/6 ,?33 ,274 3/ ,7 .3 ,,25 /7 1 5 23 18'3 33 .3/ ,35s
Press .(PSIA) /2 // - / 7 /Z' / _ / 7 ,A. / / f 23

EOD AH out -A2 2pa.A .3 2. 23,:2 2. _ .a4/ a24 a..4I o2 5..
Aux (volts) . f .f ,&d .,*3 -. /. -. //i ,67 1'/. ./// ./o3 ,/37 ./7 , z ./7/ ,23.>
Pres(PSIA) 7 /0 // _ / 3 7 / /6 /_ l

4//, - ,or , YA/LA- L L

9 ADC (PN

9ND-NAC (SP HT7533



TABLE V
_O_ /, vs 7o~R&s s PRESSURE VS. CAPACITY TEST DATA

Serial No. .3 53 3 _ 53-q 5 5sY- / . -5 v7 55
Start-of-Charge, Press. 3 - 5- - _ 5

AH in to 5 PSIA 23,3 .25, / .3 - 3

Cell (volts) , / j ,/ / r ,e.

Aux (volts) .017 /07 1 ,O/ ,D 9

AH in to 10 PSIA 2ff,3 ,29,2- 3 AA. )._

Cell (volts) /, 1>- ,5// /.92. / ,17_ /_O
Aux (volts) ,Of , / _ /_ .9 Oqp- ,/AD

AH in to 15 PSIA IVA- N.A. A .A. .I . / A 3,/V,-
Cell (volts) I,6 /,/6r / ko

Aux (volts) . 1 ,/30 /16 / 3

AH in to 20 PSIA 7t 80- 36. 30, 8 L 3/z 3/.O
Cell (volts) /.YO / /,.31 /,£o /,. /',2 /',.
Aux (volts) ,/3 '/79 ,/ . ,/ ,/5- //- J52 ,

AH in to V/L (1.55V). 0,7 A ,- 3/,

Aux (volts) . ,/ , '_
Press (PSIA) .

30 Min OC, Cell 9/o // // // /,/ / 0 /'1/o1 Z//
Aux (volts) /'/ //y'f 1.6/ 7 If ./7/ / , / .16 ./~

Press (PSIA) 3./ 32- 35- 3 , y6 7 f'"
I hour OCy, Cell 193d /31f /,39 , /,'// /.3 /3y 3 7 /3

Aux (volts) •,7 '/ ! 3/? ,/SF ./I f .719? /,-/ ./ / _ _

Press (PSIA) 3 - 33 3( 3- 7 a,2 6 , _" ,

EOD AH out J/ ,// .2 ;2 ,/ .3 . .2

Aux (volts) 27 .* , ' , - ,M , 3. , 36 -

Press (PSIA) .. 3 / .23 / 3

-QJA : c-, re, -

/)/,A. /r Ay-I ,atr



TABLE VI PART A_(Control Cells)

9I-NADC (SP 11/73) SPECIAL RESISTANCE CHARACTERISTIC DATA ON THE Am. IARY ELECTRODES

,SERIAL. . . .5 / AVERAGE

OHMS VOLTS PRESS VOLTS PRESS VOLTS PRESS VOLTS PRESS VOLTS PRESS VOLTS MILLIWATTS

10o,0 .7/ 3 o .fS , ,30 ._ . 877 7

2,00ooo Ig o .SY S . f~ i4 , f__ _3_

1,000 4787Y& 3o .871 2ay *i ,a , ,77

500 -&8 9*7 :2 V 73 a ___ _____

2)0 . ___ ; __ , .2 2 __,__ _ 3,57

13 0 A 0 913 75 ,803 _ _ _b__

20 3  ,3f4 A5 /#'- .; , S ,a.-

o10 , 3 ,' A5 ,3/ __ , _ 7 _ 7.S/

5 1/77 -30 "176 .A_ _ /,-
2 , 0 $f 30 , ~f p7  ;L __ _ ,

0.1 6'o 30 64i7 D . 2. tA ,3 ,1 __
0.2 . 3 ~1w3 a3) 463 2J __

Note: All pressures in PSIA. = Milli watts
POWER - Watts 10 Watt Milliwatts

R



TABLE VI PART B (20% Increase Cells)

;i-;;nc (sP 1/73) SPECIAL RESISTANCE CHARACTERISTIC DATA ON THE AUXILIARY ELECTRODES

SERIAL .,. . 2 53 :z- 6-,33 AVERAGE

0HMS VOLTS PRESS VOLTS PRESS VOLTS PRESS VOLTS PRESS VOLTS PRESS VOLTS MILLIWATTS

5,000 i S57/ 3/ . 3 )4 .___ /,- , _ _, _

5,ooo .S7/ 3/ .872 , .77.2 . ____ .S7i ,i_ __ o

2,3000 ,97 3/ , <273 .2k _/ S7 , _o

1,ooo000 b 3/ /6 , 2 Y3 7 7 76

500 I .53 3/ ,7'S ,5 .I,70: , 7 /, 7/

230 . 77Z, / 75 ,Y?. 2 _ , 78l 3,of

0loo K.o 3/ ,06 .7/7 /? _ _,/7

50 3, pse i /2- _ S _y If Mwtt

20 =- 3 i t 1 a: l ,3- 3__ 31

10 , / 3 ,2//- , ,4/ ,

S/ 3 3  36 ,/s/ 411/$ V/ -',7

2 , 3e . ,7 , __ 
/  ' d87 3 /,

0.1 "9/7 _ . 1 , 9 I A,-_7 X 2

Note: All pressures in PSIA. 2 Milliwatts
POWER L RWatts 103 711liatt Milliwatts



TABLE VI PART C (40% Increase Cells)

9Z*-f;DiC (SF 11/73) SPECIAL RESISTANCE CHARACTERISTIC DATA ON THE AUXILIARY ELECTRODES

!SERIAL .,. - _ _ . // -.- '- . AVERAGE #
OHMS VOLTS PRESS VOLTS PRESS VOLTS PRESS VOLTS PRESS VOLTS PRESS VOLTS MILLIWATTS

10,oo I, $ '/ ** 4'7f/ 7 / _ _ _ _____

10,000 K, f .. . ,-/ / o ,5/ Y/ .7 , 37

1,000 ,533 3 , f3 '/ - 317 , /_
500 . ,7 . ,521 q ,7 -// . 3 777 /

23 , V ,/ ___ _y _ _73 _ ,z _

11000 3v7 519 /_ _ 5f/ ,2 '/. '673 : _ _

20 ;.3779 , 9/ ,79 4 1  - , 32- ,/

10 , ,5 / __ , AM /_,2

5 3 .7 ,(3 3 ,2 , y' , 2. / 3*

1 __ */./ 3Y iy * p6
2.5 'e.z / , ,03 7 1 6s' 47 7

,E t ,a/t 3 33 a", lliwatts



TABLE VII
CHARGE EFFICIENCY DATA

- CHARGE EFFICIENCY (25
0C)

END-OF-CHARGE END-OF-DISCHARGE END-OF-CHARGE END-OF-DISCHARGE END-OF-CHARGE END-OF-DISCHARGE

SERIAL AUX CAPAC- AUX AUX CAPAC- AUX AUX CAPAC- AUX
NUMBER CELL ELECT PRESS ITY ELECT PRESS CELL ELECT PRESS ITY ELECT PRESS CELL ELECT PRESS ITY ELECT PRESS

(Volts) (Volts) (PSIA) (ah) (Volts) (PSIA) (Volts) (Volts) (PSIA) (ah) (Volts) (PSIA) (Volts) (Volts) (PSIA) (ah) (Volts) (PSIA)

.:/m /,I--/J ,72D3 4 /3, -,/7g 1

,, .9/ / --a<.3 ; a i0 " 7 //,' -_Os__ _ ___

l ¥ /,,-1- ,255 11, -,5 5 (,
,.O/'t- .a4 /I 17,, -Z17S / I.

" -" /,ao , l// /3 -,.239 /3
~ 55"- 36- .2/ ,/ 57/ _

1/2o/ 1 /, /3,Sf-5j /0

:9./ V' l :a ~ / 1 -. IO3 .

_5.9s /,i/- ,/o3 . /i,, . /_

.53.g /3/9 . / __ /9 ,/, ./I 1_

'4 S36 /39V /3
"*53/ I 393 ,/ AZ* 7 ../. • / 6 _ _ _ _ _ _

5-3- /31,3 ,,//7 / __ _ /__ *_-'_7_ 
___ _

S/373 ,/ /2 /4,4 - .1 //

A3g /393 . / /4 ff< / q7_ 44.4

6537 A 3 ,39 170 7 i/, . 6__ __

3 - 137/ .6 6 1 - .3g./ A - ?

9/ /39 ./4 jf /4 ~3' 16S3J _

S-31. dS39/ e.0/7

• 137 /, .s/ /f ,17 1 / -

t 1y 3 .951 1- , /3 _

9ND-NADC (SP 21/ 73?,ac4 rg' Ye 4 v 011/ A - e C-G


